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HANGZHOU QUANKXING PLASTIC CO. LTD.

PCT32FT LI 5

PE Perforated Film Specification Of PCT32
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1. P | LA _
Film |Item No. HX02
P AR _
Serial No. P31
L NI OX-TMOOL
Pattern Hexagon
ME LN 93%, (Ahf: 7% -
Materials POLYETHYLENE: 93%, MASTER BATCH: 7%
B th, rgeh
X-TMO001
Color Blue Q
%E _ QX-TM003
Basic Weight 32+1.5gsm
R 2 .
Size +10mm QX-TMO02
JE )
X-TM004
Thickness 300 £50pum Q
PN ALY
Tensile Strength @ peak
MD Minimum 12 N/inch
CD Minimum 10 N/inch
fif
Elongation @ break OX-TMOOS
MD Minimum 150%
CD Minimum 300%
BT
Tear Strength
MD Minimum 3N
CD Minimum 3N
2. fude . .
Package| ¢ 3 FF50055200 Fr 8 RSt ke, AMHARHE LA Every 500 or 200
- pieces should be packed ina plastic bag,cartons for outer packing
Packing
Use.
FER P
Smell No
3,;?'5 Fungi Max. 100 (Meet GB15979)
iUl
Hygienic
TPC Max. 200 (Meet GB15979)
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